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PREFACE

The contributions of the LDEF investigators in the Mechanics and Materials Technology Center
are gratefully acknowledged. especially S. Gyetvay, C. S. Hemminger, M. Meshishnek, and G. L.
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1. THE LONG DURATION EXPOSURE FACILITY

The Long Duration Exposure Facility (LDEF) was launched on April 7, 1984, into an orbit at
257 nmi, 28.50, and retrieved on January 12, 1990, at 179 nmi. The 69-month duration in orbit
resulted in far longer exposures of material surfaces than other hardware returned from orbit,
such as the short duration shuttle experiments or hardware from the Solar Max Repair Mission.
LDEF was a gravity gradient stabilized vehicle, controlled by a viscous damper that performed as
expected to maintain one surface of LDEF always into the velocity vector, within 1 in stability.
The vehicle was approximately 9.14 m (30 ft) long and 4.27 m (14 ft) in diameter with 86 exper-
iment trays. These trays were oriented around the vehicle in 12 rows of 127-cm (50-in.)-long
and 86-cm (34-in.)-wide trays with additional trays on the earth and space ends. One row of
samples was always on the leading edge, facing into the velocity vector as shown in Figure 1.

LDEF Orbital Flight Orientation

* Gravity Gradient.
Stabll ed Attitude

IF Dely,/r ,44 t27nl(9k~ 0

Relie0ed: Januy 12, 1990, at 179 hml (332m)
Toaw... W I n Otb 0 awath (5.16 ye)
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During the mission, the leading-edge materials were exposed to -9 x 1021 oxygen atoms/cm 2, a
level where erosion of over 10 mls would be expected for many polymers. The trailing edge
exposure was only about 104 oxygen atoms/cm2 so effects of the ultraviolet and other environ-
mental exposures were not significantly altered by the atomic oxygen exposure. Trailing-edge
samples are, therefore, more representative of higher altitude spacecraft exposures. The solar
exposure ranged from about 5,000 to 14,500 equivalent sun hours, depending on location on
LDEF, with 34,200 thermal cycles. The radiation environment was -2.5 x 105 rads of electron
and 1.6 x 1G0 rads of proton radiation (Ref. 1).

There were 57 experiments on LDEF with over 200 Principal Investigators and well over 10,000
test samples. In addition, NASA formed four Special Investigation Groups: Materials, Systems,
Ionizing Radiation, and Meteoroid & Debris. The results of these investigations to date have been
presented at LDEF Symposia, and proceedings are becoming available. An overview of some of
the results that are significant to spacecraft materials performance and testing is presented herein.

S



2. THERMAL CONTROL MATERIALS

The LDEF observations on thermal control materials are particularly significant since these mate-
rials represent a large fraction of the external surface of any spacecraft. While atomic oxygen
effects on the leading edge are only significant for low earth orbits (LEOs), the trailing-edge
samples show the effects of ultraviolet radiation. The thermal-control properties (alpha/epsilon)
of organic binder paints, commonly used for their ease of application, have been observed to
degrade by as much as a factor of 3 on the trailing edge, but are essentially unchanged on the
leading edge. The polyurethane paint, A276, was present on LDEF hardware completely around
the vehicle so the effects of orientation on performance of the paint could be clearly measured as
shown in Figure 2 (Ref. 2). The trailing edge clearly shows the degradation of the paint by the
solar ultraviolet (UV) while the degraded material on the leading edge has been removed by the
atomic oxygen erosion to maintain properties close to the initial values.

The Thermal Control Surfaces Experiment provided on-orbit data on thermal properties of 25
materials during the first 18 months of the mission (Ref. 3). The inorganic binder paints, such as
Z93 (zinc oxide in a potassium silicate binder) and YB-71 (zinc orthotitanate in a potassium sili-
cate binder), were shown to be stable in the LEO environment. Some thermal-control materials
degraded more, others less, than predicted The 5-roll ss.'r FEP Teflon blankets were visibly
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altered during the LDEF mission, but did not degrade significantly in thermal properties except
in those areas that were contaminated. However, caution should be used in other applications
depending on the thermal blanket thickness and the planned orbit. LDEF has permitted the first
orbital measurement of the erosion of the Teflon layer on these blankets by atomic oxygen; pre-
vious attempts could not measure the thickness decrease of the Teflon. The -1 mil of erosion
observed is apparently due to synergistic effects of the UV and atomic oxygen environment (Ref.
4). For the trailing-edge blankets, the UV exposure caused polymer chain scission at the surface
and resulted in decreases of percent elongation to failure and ultimate tensile strength (Ref. 5).
Another effect observed on LDEF silver FEP Teflon blankets was the severe degradation associ-
ated with cracked silver-inconel layers. Improper application, which produced cracking of the
metallization, allowed migration of the Y966 adhesive through the metallization and subsequent
darkening by solar UV.
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3. POLYMERSICOMPOSITES

Good agreement with earlier measurements of atomic oxygen reaction efficiency is being
reported in the preliminary results for many polymeric spacecraft materials. The amount of ero-
silon experienced on LDEF was over 10 mils for Kapton, known to be a reactive polymer to
atomic oxygen. Previous data from the Effects of Oxygen Interaction with Materials (EOIM)
missions and other experiments had given reactivity values of 3.0 x 10-24 cm3/oxygen atom, cor-
responding to a prediction of 10.6 mils of erosion for the LDEF fluence. The higher erosion
observed for Teflon surfaces, as mentioned previously, indicates that the erosion of Teflon sur-
faces can have reactivities as high as 0.36 x 10.24 cm3/oxygen atom in the presence of the UV
Tdlatlion associated with LDEF (Ref. 6). More recent data on atomic oxygen effects is becoming
available with the August 1992 flight of EOIM-III on STS-46.

There was a wide variety of composite samples on LDEF, well over 500 samples of various com-
position. The atomic oxygen erosion of organic matrix composite surfaces has proven to be
interesting from the point of view of the unexpected surface morphologies (Ref. 7). The
mechanical properties seem to be modified only by thickness loss associated with the atomic
oxygen exposure on the leading edge. However, the response of the composites monitored on
orbit has provided valuable data on the performance of composites in the space environment.
On-orbit temperature and strain data show. in Figures 3 and 4, have clearly shown the
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dimeansiona aumge associated with moisture drout vid the Coefficient of hermal expansion
(Ref. 8). The moislute dry-out an the Associated dimensional changes for epoxy matices are
well known and were shown to equire about i00 days for 4-ply T3035208 epoxy sa- kes

The ultimate coefficlen of temal expansion (CTEs) obsewved we consistent wih giound
measurments and did not show any degmAtion On orbiL Also. interesting effeos were observed
associated with thermal cyculing v these materials in the spwe environment, Thma graients
Introduced during the shOrt solar exposure in a 90-rin orbit %ere shown to poduce e transient
responses shown In Figure 5. This app aedy negative CTE is consistent with bending or a
deflection. s is obseived il. epoxy composites such as GYIOIX30 but not in metal rmaix
composites such s P5516061 (Ref. 9). There are few if any indicadon of icrocracdag due to
termi cyclingli thes compowes.
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4. OPTICAL MATERIALS

Optical materials demonstrated a variety of effects as a result of their exposure on LDEF.
Contamination was primarily responsible for degradation in many instances, and, in some cases,

*m removal of the contamination resulted in restoration of the original properties. However, mete-
oroid and debris impacts were responsible for irreversible damage to many optical materials, fiber
optics, and solar cells. While contamination dominated the observations in many optical systems,
interesting effects have been reported, such as shifts in the spectral transmission of filters, changes
in the fluorescence spectra of paints, and synergistic effects on thin-film coatings due to the low
Earth orbit environment of atomic oxygen, meteoroid and debris impacts, and UV radiation
(Refs. 10,11).

*
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5. METEOROID AND DEBRIS IMPACTS

LDEF provided large areas for the study of the impacts of man-made orbital debris and natural
meteoroids on spacecraft surfaces. Prior to the LDEF recovery, the impacts on the trailing sur-
faces of LDEF were expected to be almost entirely meteoroid. However, analyses of the residues
have shown that over 30% of the impacts were from debris. This implies that there is a high
population of debris particles in highly elliptical orbits, most likely associated with geosyn-
chronous transfer orbits. Also, there is a strong time variation of the flux striking LDEF, as mea-
sured by active impact detectors on six axes. The spatial density of impact craters is much greater
on the leading edge compared to the trailing edge, with ratios of 10 to 20 depending on the size
range. The materials' responses to particle impact ranged from complete penetration of up to 40
mils of aluminum to damage affected zones in paints and thermal blankets that extend to several
diameters of the impact crater. The analyses of the over 34,000 impacts of 50 im and greater on
LDEF surfaces, with the largest 0.57 cm in diameter, is giving us a much better basis to improve
the models of the meteoroid and debris populations in near-Earth orbit.

17



6. CONTAMINATION

The contamination observed on LDEF has ranged from highly visible deposits that were a charac-
teristic deep brown to areas that were essentially contamination-free. There are areas on LDEF
that were exposed to outgassing from components or materials, which has resulted in heavy
deposition that increases the solar absorption and would severely degrade optical components
(Ref. 12). The areas with the heaviest deposits are consistent with the photoenhanced deposition
known to occur when contaminants arrive at surfaces exposed to the solar UV radiation. In addi-
tion, those surfaces on the leading edge were often covered with contaminants that resulted from
the atomic oxygen reactions that formed stable, tenacious deposits. Of particular interest are the
comparisons of Identical samples that were on the leading and trailing edges of LDEF. The
Secondary Ion Mass Spectrometry depth profiles on the surfaces of quartz crystal microbalance
crystals clearly show the presence of silicon on the surfaces of both the leading edge and trailing
edge, but the amount of residual silicon is higher on the leading edge (Ref. 13). Similar results
were observed by X-ray photoelectron spectroscopy, which analyzes -50-IOOA surface layers
(Ref. 14). These results show that while silicon Is higher on the leading edge, the carbon is higher
on the trailing edge. The loss of carbon compounds on the leading edge Is undoubtedly the
result of the atomic oxygen reactions that occurred on the leading edge while higher silicon levels
are related to the higher return flux of silicone contaminants on surfaces facing into the velocity
vector. Notice that In these and many ofiher analyses, the substrate materials are still observed,
which indicates that in these areas on LDEF, the thickness would correspond to -100A. This
amount of contamination causes minimal degradation in thermal properties of thermal control
surfaces like second-surface mirrors and appears to be the approximate level of molecular con-
tamination associated with experimental trays such as the M0003 experiment on the leading and
trailing edge of LDEF. However, this contamination can affect optical properties such as trans-
mission of optical components and optical scatter. Particulate contamination and the residues or
damage from meteoroid and debris Impacts can result In significant additional contamination
effects on performance of spacecraft materials.
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7. SUMMARY

The data obtained in LDEF analyses to date have confirmed that most of the models used to pre-
dict the effects of the space environment on materials are satisfactory. There have been a num-
ber of significant observations of spacecraft material stability that are of importance to thermal
control, contamination, and the synergistic effects of the ultraviolet radiation and atomic oxygen
environment. While the observations of high levels of contamination are partly due to the lack
of consistent contamination control by the experimenters, the fixation and tenacity of contamina-
tion deposits on the trailing edge in the presence of UV radiation and on the leading edge in the
presence of UV and atomic oxygen underline the Importance of contamination control in all
spacecraft programs. The impacts and penetrations of the orbital micrometeoroids and debris
collisions may have significant implications on the performance of spacecraft systems. Data
bases now available to the technical community include the M0003 Data Base (Aerospace), LDEF
Materials Data Base (MAPTIS/Materials SIG), LDEF Optics Data Base (Boeing/Systems SIG), and
the Meteoroid and Debris Data Base (NASA-JSC). Work is continuing on documentation of the
environmental effects of the samples returned from LDEF and updating models of the orbital
environment.
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TECHNOLOGY OPERATIONS

The Aerospace Corporation functions as an "architect-engineer" for national security
programs, specializing in advanced military space systems. The Corporation's Technology
Operations supports the effective and timely development and operation of national security
systems through scientific research and the application of advanced technology. Vital to the
success of the Corporation is the technical staffs wide-ranging expertise and its ability to stay
abreast of new technological developments and program support issues associated with rapidly
evolving space systems. Contributing capabilities are provided by these individual Technology
Centes

Electronics Technology Center: Microelectronics, solid-state device physics, VLSI
reliability, compound semiconductors, radiation hardening, data storage
technologies, infrared detector devices and testing; electro-optics, quantum
electronics, solid-state lasers, optical propagation and communications; cw and
pulsed chemical laser development, optical resonators, beam control, atmospheric
propagation, and laser effects and countermeasures; atomic frequency standards,
applied laser spectroscopy, laser chemistry, laser optoelectronics, phase conjugation
and coherent imaging, solar cell physics, battery electrochemistry, battery testing and
evaluation.

Mechanics and Materials Technology Center: Evaluation and characterization of
new materi ais metals, alloys, ceramics, polymers and their composites, and new
forms of carbon; development and analysis of thin films and deposition techniques;
nondestructive evaluation, component failure analysis and reliability; fracture
mechanics and stress corrosion; development and evaluation of hardened
components: analysis and evaluation of materials at cryogenic and elevated
temperatures launch vehicle and reentry fluid mechanics, heat transfer and flight
dynamics; chemical and electric propulsion; spacecraft structural mechanics,
spacecraft survivability and vulnerability assessment; contamination, thermal and
structural control; high temperatue tamomeobanics- gas kinetics and radiation;lurcto and surfce phenomena.

Space and Environment Technology Center: Magnetospheric, auroral and cosmic
ray physics, wave-paricle interactions. magnetospheric plasma waves; atmospheric
and ionospheric physics, density and composition of the upper atmosphere, remote
sensing using atmospheric radiation; solar physics, infrared astronomy, infrared
signature analysis; effects of solar activity, magnetic storms and nuclear explosions
on the ear's amser, ionospher and magnetsphere; effectu of electromagnetic
and particulate radiations on space systems; space instrumentation; propellant
chemistry, chemical dynamics, environmental chemistry, trace detection;
atmospheric chemical reactions, atmospheric opics, light scattering, state-specific
chemical reactions and radiative si* ares of missile plumes, and sensor out4-
fleld.of-view rejecti


